Edinburgh Research Explorer

Plastic and superionic phases in ammonia-water mixtures at high
pressures and temperatures

Citation for published version:

Naden robinson, V & Hermann, A 2020, 'Plastic and superionic phases in ammonia-water mixtures at high
pressures and temperatures', Journal of Physics: Condensed Matter, vol. 32, no. 18.
https://doi.org/10.1088/1361-648X/ab68f7

Digital Object Identifier (DOI):
10.1088/1361-648X/ab68f7

Link:
Link to publication record in Edinburgh Research Explorer

Document Version_:
Peer reviewed version

Published In:
Journal of Physics: Condensed Matter

General rights

Copyright for the publications made accessible via the Edinburgh Research Explorer is retained by the author(s)
and / or other copyright owners and it is a condition of accessing these publications that users recognise and
abide by the legal requirements associated with these rights.

Take down policy

The University of Edinburgh has made every reasonable effort to ensure that Edinburgh Research Explorer
content complies with UK legislation. If you believe that the public display of this file breaches copyright please
contact openaccess@ed.ac.uk providing details, and we will remove access to the work immediately and
investigate your claim.

Download date: 01. Jun. 2023


https://doi.org/10.1088/1361-648X/ab68f7
https://doi.org/10.1088/1361-648X/ab68f7
https://www.research.ed.ac.uk/en/publications/afb2db05-bfa3-4c7a-bde5-e3bc135c7074

Journal of Physics: Condensed Matter

ACCEPTED MANUSCRIPT

SODVWLF DQG VXSHULRQLF SKDVHV LQ DPPRQLI
SUHVVXUHYVY DQG WHPSHUDWXUHYV

To cite this article before publication: Victor Naden Robinson et al 2020 J. Phys.: Condens. Matter in press https://doi.org/10.1088/1361-
648X/ab68f7

Manuscript version: Accepted Manuscript

Accepted Manuscript is “the version of the article accepted for publication including all changes made as a result of the peer review process,
and which may also include the addition to the article by IOP Publishing of a header, an article ID, a cover sheet and/or an ‘Accepted
Manuscript’ watermark, but excluding any other editing, typesetting or other changes made by IOP Publishing and/or its licensors”

This Accepted Manuscript is © 2020 IOP Publishing Ltd.

During the embargo period (the 12 month period from the publication of the Version of Record of this article), the Accepted Manuscript is fully
protected by copyright and cannot be reused or reposted elsewhere.

As the Version of Record of this article is going to be / has been published on a subscription basis, this Accepted Manuscript is available for reuse
under a CC BY-NC-ND 3.0 licence after the 12 month embargo period.

After the embargo period, everyone is permitted to use copy and redistribute this article for non-commercial purposes only, provided that they
adhere to all the terms of the licence https://creativecommons.org/licences/by-nc-nd/3.0

Although reasonable endeavours have been taken to obtain all necessary permissions from third parties to include their copyrighted content
within this article, their full citation and copyright line may not be present in this Accepted Manuscript version. Before using any content from this
article, please refer to the Version of Record on IOPscience once published for full citation and copyright details, as permissions will likely be
required. All third party content is fully copyright protected, unless specifically stated otherwise in the figure caption in the Version of Record.

View the article online for updates and enhancements.

This content was downloaded from IP address 129.215.17.188 on 16/01/2020 at 21:18


https://doi.org/10.1088/1361-648X/ab68f7
https://doi.org/10.1088/1361-648X/ab68f7
https://creativecommons.org/licences/by-nc-nd/3.0
https://doi.org/10.1088/1361-648X/ab68f7

Page 1 of 25 AUTHOR SUBMITTED MANUSCRIPT - JPCM-115498

J. Phys.: Condens. Matter

oo ~NoO ok~ wNPE

Plastic and Superionic Phases in Ammonia-Water
Mixtures at High Pressures and Temperatures

e el
AWNRO

Victor Naden Robinson®?, Andreas Hermann?!

~
1 Centre for Science at Extreme Conditions and SUPA, School of Physics and
Astronomy, University of Edinburgh, Edinburgh, EH9 3ED, United Kingdom
2 The Abdus Salam International Centre for Theoretical Physies (ICTP), Trieste,
Strada Costiera 11, 34151, Italy

O el
O ©Wm~NO WO

E-mail: a.hermann@ed.ac.uk

NN
N -

Abstract. The interiors of giant icy planets depend on the properties of hot, dense
mixtures of the molecular ices water, ammonia, andgnethane. Here, we discuss results
from rst-principles molecular dynamics simulations up to 500 GPa and 5000 K for
four di erent ammonia-water mixtures that correspond to the stable stoichiometries
found in solid ammonia hydrates.. We,show that all mixtures support the formation of
plastic and superionic phases at elevated pressures and temperatures, before eventually
melting into molecular orzonic liquids. All' mixtures’ melting lines are found to be close
to the isentropes of Uranus,and Neptune. Through local structure analyses we trace
and compare the evolution of chemical composition and longevity of chemical species
across the thermally. activated states. Under speci ¢ conditions we nd that protons
can be less mobile in"the, uid state than in the (colder, solid) superionic regime.
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1. Introduction

The \ice giants™ Uranus and Neptune have gaseous atmospheres (rich in hydrogen and
helium) and small rocky cores but they are dominated by their vast mantle regions;
which comprise mixtures of the \molecular ices" water, ammonia and methane. These
same mixtures are presumed to feature prominently in the large number,of Neptune-like
exoplanets discovered by recent and current astronomical observation campaigns [1{7].
They are exposed to a wide range of pressure and temperaturesconditions. There is
some ambiguity about how molecular ices organize themselves inside these planetary
bodies { e.g. as segregated layers with distinct chemical and density pro les, or as
quasi-homogeneous mixtures mirroring essentially the global composition ratio. The low
luminosity of Uranus could be explained by the presence‘of.a thermal boundary layer in
its mantle region [8, 9], which would suggest quite drastic.composition gradients in its
interior. In general, high-pressure conditions up to hundreds ofi\GPa inside ice giants can
favor unexpected chemical motifs, and stabilize unusual compounds and stoichiometries.
This has been shown for prototypical mineral compounds410{14], individual planetary
ices [15{21], and lately also for their mixtures [22{26].

Mixtures of ammonia and water are of particularinterest in this context as they can
form nearly or completely hydrogen-bonded networks in the solid state. Their hydrogen
bonds N{H O and O{H N mirrorsthose seen in DNA and RNA and proteins in
general, and it is of interest to understand their reaction to external compression as
one limiting factor of life under extreme conditions. Three stoichiometric ammonia
hydrates exist in nature and have been explored around ambient and low-pressure
conditions: ammonia monohydrate (AMH, NH3:H,O=1:1), ammonia dihydrate (ADH,
1:2) and ammonia hemihydrate{AHH, 2:1) [27,28]. For comparison, the ammonia:water
solar abundance ratio is 1:7 [29]. The three hydrates’ phase diagrams show appreciable
complexity: at various P .« T conditions, ve solid AMH and ADH phases, as well
as three solid AHH phases have been identi ed in experiment, even though some of
their structures havernot been resolved. There are known relations between the three
mixtures: both ADH and AMH decompose into AHH and ice-VII, around 3 GPa and
at 280 K and_250 K, respectively, while ADH also decomposes into AMH and ice-VII
around 0.55 GPaand. 190 K [30,31]. Moreover, around 5{20 GPa and room temperature,
all ammonia hydrates are found to form disordered molecular alloy (DMA) phases,
with substitutional disorder of ammonia and water on a body-centered cubic (bcc)
lattice; ‘meanwhile, calculations predict partial ionization into OH and NHj in all
hydrates [23,30, 32{34]. The AHH-DMA phase has been observed in two independent
experiments [34, 35] that found, at low temperatures, transitions from AHH-11 to AHH-
DMA at:19{30 GPa. The AHH-DMA phase was found to remain stable up to the
highest experimental pressure studied, 41 GPa [34].

A series of recent computational studies has explored the ground states of
ammonia-water mixtures to higher pressures using crystal structure prediction methods
[24,25,36,37]. Some studies are restricted to speci ¢ compounds, AMH [36] and ADH

Page 2 of 25



Page 3 of 25

oo ~NoO ok~ wNPE

COUUUTUUIUIOIOIOTUDEDDEDDEDDEDDDDDDEDWWWWWWWWWWRNNNNNNNNNNRERRRERRRRR R
OCOOMVNODITROMNPOOONODTIBRWOMNROOOMVNODTRARONNPRPOOONOUDWNROOONOUMWNERO

AUTHOR SUBMITTED MANUSCRIPT - JPCM-115498

Plastic and Superionic Phases in Ammonia-Water Mixtures 3

[37], and also explored the high-temperature regime using ab initio molecular dynamies
(AIMD) simulations. These focused in particular on the appearance of superionicity {
states characterized by di usive protons in otherwise solid lattices of heavy nuclein[38]
{ but also the melting line. However, more recent studies reported maore stable high=
pressure phases of AMH and ADH, and also established the phase relations in the full
ammonia-water composition space. This resulted for instance in thersuggestion of a
fourth ammonia hydrate, an ammonia-rich 4:1 mixture called AQH, to become stable
around 25 GPa and remain thus up to 2-3 Mbar [24, 25].

In the present work, we use AIMD simulations to explore the hig\h-pressure/high-
temperature regime of all known ammonia-water mixtures, in‘each case starting from the
most relevant high-pressure solid phases and investigating temperature-induced phase
changes. Both NH3; and H,O are reported to feature ‘plastic’ phases, where individual
molecules become free rotors but remain a xed to asolid lattice [39{42]. The presence
of such phases has not been considered for mixtures of ices so far. Upon further
heating compressed planetary ices are expected to transition into superionic regimes
and eventually melt. It is of particular interest whether the melting line intersects the
isentropes of Uranus or Neptune, which would suggest.a partially solid lower mantle in
these planets that retains e cient electrical ‘and thermal conductivity through proton
transport. This phase evolution has been reported for the individual ices of NH; and
H,O [16], for mixtures of helium and water.[43], ternary mixtures including methane [44]
and, as already mentioned, has also been.calculated for AMH and ADH [36, 37].

We show here that plasticity and superionicity are general features of all ammonia
water mixtures under pressure;=that their melting lines are close to the isentropes of
Uranus and Neptune; and provide detailed analyses of the chemical composition of the
mixtures at high P T conditians.

2. Computational.Methodology

Density functional theory (DFT) calculations were performed with the CASTEP
code [45]. Exchange-correlation e ects were described within the generalized gradient
approximations(GGA) using the Perdew-Burke-Ernzerhof (PBE) functional [46] and
ultrasoft pseudopotentials. Previous work on the high-pressure ground state phase
diagrams of these compounds showed little in uence of the choice of exchange-correlation
functional [25].. Final structure relaxations were done with \hard"™ pseudopotentials
with cuto. radii no greater than 1.2 A for oxygen and nitrogen, and 0.6 A for hydrogen.
Plane-wave cuto s of E. = 1000 eV, reduced to 700 eV for AIMD, and k-point densities
of 20/A ! were found to give su ciently converged energies and forces. AIMD used the

-pointiin the Brillouin zone only, a time-step of 0.5 fs and the NVT ensemble where
the pressure was sampled every 10 time steps. Solid phases were compared at nite
temperatures by obtaining free energies from vibrational entropy calculations within
the harmonic approximation. The Gibbs free energy as a function of temperature for
asolid is given by G(T) = E + PV + Ezpg + hi’l)F(!) d!, where Ezpg is the
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zero point energy given by Ezpg = %R F(Y)h1 dI, and F(!) is the phonon density of
states, obtained from suitable supercell calculations.

We performed AIMD simulation on the four mixtures that are found, to be stable
in the ground state: ADH, AMH, AHH, and AQH. For each mixture, a. regular
grid of density-temperature points was investigated, covering their respective range of
stability, and starting from the most stable crystal structure at anyrgiven, pressure.
MD trajectories were analysed through radial and partial distribution functions, mean
squared displacements (MSD), local bond connectivity, and O{H and N{H covalent
bond life times. Deduced properties include di usion coe cients,\classi cation of
di erent states (as plastic/locally excited, superionic, or uid), the melting lines, local
characteristics of the uid, and presence of various chemical species. In total, 1.528
nanoseconds of AIMD trajectories were accumulated.

We determined bond life times by rstly calculating a bend auto correlation function
(BAC). The BAC, (t), measures the probability ofia speci ¢bond between two atoms
i and J present at time ty to exist at a later time'ty + t. SBeci cally,

t) = bij (to) bij (to + 1)
bij (to)?
where b;j(tp) = 1 if a bond between atoms “and j exists at time t;, and bjj(ty) = 0
otherwise. If all bonds remain stable throughout the simulation, (t) should tend to
unity, and otherwise decay with a characteristic time constant that can be associated
with the bond life time. (t) as de ned uses information from persistent bonds that do
not easily break during a typical:simulation run.

)

3. Results

3.1. AIMD phase diagrams

The P T phase space for each mixture to be covered by AIMD was based on their
low temperature stability established in previous works [24, 25] and up to at least
T = 5000 K. For._example, the most stable high pressure mixture, AHH, was considered
up to 500 GPas« The resulting phase diagrams are shown in Figure 1. For reference,
these also include data from previous AIMD studies on AMH and ADH [36, 37] and
estimates for the isentropes of Neptune and Uranus [47]. Solid-solid phase boundaries are
constructed from free energies that include vibrational entropy e ects at the harmonic
level. For all mixtures, we identify regions of solid phases, rotating or plastic phases,
superionic phases, and nally liquid phases. These states were classi ed by inspecting
the MSD as illustrated in Figure 2. The plastic or locally excited regime has a nite
MSD forsprotons that plateaus at small values. The superionic regime has di usive
protons and nite proton di usion constants Dy > 0 while maintaining a solid heavy
atom lattice (Dy = Do = 0). Finally, in the molten state, all atoms are fully mobile
and di use through the simulation boxes.
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Figure 1. Phase diagrams for the four ammonia hydrates in their regions of stability.
Dark blue shaded regions refer to plastic or locally excited phases. Cyan shaded regions
are thes;superionic phases. Orange denotes the liquid, and solid phases are labelled and
coloured individually. Experimental melt lines for ADH and AMH are from [34]. For
AMH the grey cross notes the triple point from [44] and the dashed line represents the
melt line.from the same study. For ADH the dashed line with white circles represents
thessuperionic transition line found in [37].
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For the diterent mixtures, we can make some general observations from their
respectivesP /T phase diagrams. The properties of the di erent high-temperature
phases (featuring local excitations, plasticity and superionicity, and eventual melting)
are discussed in detail in subsequent subsections.

The solid phases of AHH were simulated up to 500 GPa, which covers the pressure
regionswhere AHH is stable among the water-ammonia mixtures; it should decompose
into the elemental ices above 460 GPa at low temperatures. Every AHH phase entered
an excited or plastic regime upon heating, before either melting directly (at very
low pressures) or becoming superionic and then eventually melting at much higher
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Figure 2. AIMD data for AMH. Left: Typical trajectory. for AMH-P4=nmm at
30 GPa and 1000 K, with full proton trajectories over,10 ps run shown as white points
(red/blue spheres are O/N positions). Middle:; Proton MSD for di erent temperatures
at 30 GPa. Right: Di usion constants for the di erent:atomic species as a function of
temperature at four pressures. Long dash / short dashed / dotted lines denote onsets

of excited / superionic / uid regimes.

temperatures. Between 200 and 300 GPa the excited regime extends beyond 1500 K,
higher than seen in any other mixture. The melting line crosses the isentropes of Uranus
and Neptune at intermediate pressures (indicating a superionic region of mixed ices
inside these planets is possible) but appearsto atten out above 300 GPa, to the extent
that the innermost mantle regions could be fully liquid.

In AQH the phase diagram includes simulations of all solid phases up to 300 GPa.
Again most phases (those above 60 °GPa) enter an excited region at 1000 K and upon
further heating the superionic regime before eventual melting. As an outlier, the low-
pressure AQH-P 2, phase exhib}s excited behavior at modest conditions of 500 K and
20 GPa. This phase is in the low pressure regime where AQH is not very stable and
perhaps this allows for molecular units with weaker intermolecular interactions to be
less tightly bound or.for greater free volume within the unit cell, which in turn enable
molecular rotations andtemporary charge transfers (see details below). Above 100 GPa
and 3000 K the melting line follows the isentropes of Uranus and Neptune very closely,
possibly hinting at the presence of a superionic phase inside their mantles.

For ADH, simulations were chosen to have the same number of molecules (up to 432)
as in thejpreviouswork by Jiang et al. [37], to allow for comparable simulation conditions
and to accommodate the unit cell of the large 14,cd phase (48 molecules per unit cell).
As Jiang etwald reported superionic transitions at unusually low temperatures, a ne
grid of PT<simulation points was chosen to cover the range 100{1000 K for this mixture.
Upontheating, molecular units were observed to rotate and at higher temperatures form
superionic phases, as expected. In general, we nd that the onset of superionicity
reported by Jiang et al. either corresponds to full melting (at 5 GPa) or the onset
of plastic phases (10 GPa and above). AIMD simulations run for less than 2 ps must
be interpreted carefully, as extrapolating the MSD trends can be misleading (see next

Page 6 of 25
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subsection). Because of the presence of plastic phases we nd the superionic transition
for the 14,cd phase higher in temperature than Jiang et al., at 700{800 K. At higher
pressures the Amaz2 phase is found more stable than 14,cd, which has higher transition
temperatures into the excited and superionic regions. For the high-pressure P 2,=m
phase no excited region was found but could occur between 1000 or»1500 K. These
results partially agree with Jiang et al. but di erences stand outrregarding details
of the transition conditions, the nature of the thermally excited states @nd, due to
more stable ground-state phases, shifts of temperature-induced phase ehanges to higher
temperatures. N

Simulations of AMH were performed in temperature increments/of 500 K over a
smaller pressure range than by Bethkenhagen et al. [36], which acecounts for the predicted
decomposition of AMH into AHH and water above 1 Mbar{25]. Note that Bethkenhagen
et al. used 32 molecules per cell, while our simulations used 144-288 molecules per cell
in each run and included di erent ground state structures beyond the P4=nmm phase,
i.e. above 40 GPa. Our results show di erent melting lines, onset of superionicity and,
in our case, the emergence of locally excited phases across most of the pressure range.
We detect melting in our simulations at temperatures that are mostly lower than those
reported by Bethkenhagen et al., which can be reasoned through less superheating of
solids in larger MD supercells. Note that our melting line does therefore not cross the
Uranus and Neptune isentropes, a‘qualitative di erence from previous reports. On the
other hand, the present work used more:stable solid phases such as P 43, which should
be harder to melt; it seems unlikely that the less enthalpically stable phases found in
previous works would exhibit higher. melting temperatures. An exception is the solid-
superionic-liquid triple point that Bethkenhagen et al. put around 20 GPa and 800 K.
We nd that the underlying'selid phase (P4=nmm) is still superionic at 1000 K and
molten only at 1500 K. This discrepancy is interesting as more molecules were used in
this study, which nermally leads.to more accurate (read: lower) melting temperatures,
though the longer run-times a orded by using fewer molecules in previous works may
have led to reaching the equilibrium state of the liquid at a lower temperature instead.
Above 30 GPa and around 1000 K we nd that AMH enters excited rotating phases
(see Figure 2)«while superionicity is not observed until 1500 K.

3.2. Plastieity and local excitations

Plastic phases of molecular crystals refer to states which contain molecules that are
freesrotors but'remain bound to their respective lattice sites. These phases have been
identi ed at elevated temperatures and pressures in simulations of H,O and NH3, and
seen-in.experiment for the latter [39{42]. Such phases are intermediates between the
solid and fully liquid state. For mixtures of ices, the situation can be more complicated as
there are many di erent structural and chemical motifs and sources of proton attraction,
resulting in di erent types of local excitations { here de ned as atoms departing from
their lattice sites but not entering a di usive state. Note that several molecular
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low pressure phases in AMH, ADH and AHH are con gurationally proton-disordered,
typically on the sites of NHs molecules that are least tightly bound into the overall
hydrogen bonding network; this suggests that plasticity could also be a‘feature in these
mixtures.

Figure 3. Left: AIMD trajectory of AHH-P3m1 at 500 GPa and 1000 K with the
full proton trajectory over 5 ps shown asiwhite points. Bonds are drawn between N/O
and protons with a cuto distance of 1.1 A'for the nal trajectory step. Right: Proton
MSD for AHH at 500 GPa and arlarge set of temperatures. Dashed line shows ideal
MSD of freely rotating NH, .

Indeed, in our simulationsy"we,found that all mixtures entered a plastic regime
under speci ¢ P T conditions, and these can be quite extreme. In Figure 3 we
show a typical MD trajectory fer,AHH at 500 GPa and 1000 K, displaying all proton
positions. It is clear that praotons are quite mobile but do not di use throughout the
simulation cell. In fact, the dominant local excitations are rotations of NH; units as
well as temporary proton donations along hydrogen bonds from NH; to O? anions,
resulting in a dynamicahequilibrium NH; + O? ¥ NH; + OH . The proton MSD for
this simulation,also shown in Figure 3, appears to continually rise for 1.5 ps but then
converges to avalue around 2.0 A?. The distance between proton sites on the NHj unit
in AHH-P3m1 at 500 GPa is dyy = 1:625 A. Assuming the structure maintains the
same local-tetrahedral symmetry before and after molecular rotations the MSD should
be expected toconverge to MSDy = 3=4  d?,, = 1:98 A? (protons are in their initial
position for 1/4 of the time). This means there is a regime of nite values of MSD in
simulating.molecular compounds at extreme conditions that does not correspond to a
(slow) di usive regime. For instance, in the work of Jiang et al. [37] such plasticity may
have been misinterpreted as superionicity.

From visually inspecting simulations at temperatures too low for superionicity but
hot enough to feature excitations we can identify the di erent local excitations that are
present, see Figure 4: they involve rotations of neutral and ionic molecules, temporary
proton hopping along hydrogen bonds, and occasional exchange of heavy atoms N and

Page 8 of 25
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~

Figure 4. Example movements of the locally excited, phases at temperatures below
the superionic regime, visualizing rotational modes for various;species and temporary
proton transfer along hydrogen bonds.

O { all occur in this regime before further heating Creates a.clearly superionic phase.
All these events lead to nite proton MSD but with a vanishing slope (i.e. di usion
constant) at long simulation run time. For rotating molecules, the proton MSD should
increase initially and then oscillate around a converged value where protons are halfway
from their maximum displacement. Rotations can occur as quasi-free rotors, as in the
plastic phases of pure H,O and NHs, or as jumps.between di erent con gurations with
more-or-less linear hydrogen bonds.Proton hopping can occur as a temporary e ect, for
example in creating a dynamic equilibrium such as NH; + H,O ¥ NH; + OH that
switches between local ionic and neutral arrangements, or as longer lived ionization
events at low pressures, NH; + H,O ¥ NH, + OH , which create ionic species seen
in the high-pressure crystal structuress Alternatively, a di erent proton than the newly
acquired proton hops to another.neighbour, leading potentially to long-range di usivity.
This hopping mechanism aidea'in nature by quantum tunneling (but not considered
here), exists in low temperature ices already [48,49], but with a very low di usion rate.

A quantitative analysis of'excitation events, e.g. comparing rotation and hopping
rates, is complicated:-by proton transfer and thus local changes of molecular unit types,
such as H,O vs OH or H;O". A qualitative description of what is observed in the
di erent mixtures is.given in Table 1 for the case of AHH. Similar observations hold for
all mixtures;

3.3. Superionicity'and melting

In Figure 5 we/superimpose the superionic regimes of the di erent mixtures and add
literature data for pure water and ammonia [50{52] as well as AMH [36]. Qualitatively,
all ‘ammonia-water mixtures behave similarly, which allows for the general labelling of
regions in P T space, see Figure 5. upon increasing pressure at low temperatures,
molecular phases are superseded by ionic solids before eventual demixing; plastic phases
are intermediaries upon heating before large regions of superionicity; and at high
temperatures a molecular liquid transforms into an ionic liquid at high pressures. Both
the onsets of superionicity and the melting lines of the mixtures are between the extrema
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P (GPa) T (K) Phase Description

3 200 I Rotations (NH;3)
3 400 I Rotations (NH3; and H,0)
10 500 I Rotation and ionization
(NH; + H,O ¥ NH; + OH )
10 750 I Rotation and ionization
10 1000 I Liquid
20 500 I Rotation, ionization,
exchange between O/N sites
20 1000 I Superionic,
exchange between O/N Ssites
20 1500 1 Liquid
40 1000 A2/m Superionic along quasi-bec diagonals
60 1000 Amma Rotation and proton hopping
(NH3 + H,O ¥y NH; + OH )
100 1000  Amma Rotation and prot&‘u hopping
350 1000 P3ml Rotation and proton hopping
400 1000 P3ml Rotation and proton hopping
500 1000 P3ml Rotation and proton hopping
500 1500 P3ml1 “Superionic

Table 1. Summary of visual analysis of the dominant excitation events seen in AIMD
of AHH at temperatures across the plastic regime.

of pure ammonia and water athessures above 1 Mbar.

For water, Cavazzoni et al. placed the solid-superionic-liquid triple point below
30 GPa, most likely around 20 GPa and 1200 K [53]. Hernandez et al. place this
triple point at 16 GPa,and 810 K [42]. Di erences exist due to the criterion used to
designate superionicity. and.the grid of P T values chosen for simulations (which is
much denser in Ref. [42])..For ammonia, Bethkenhagen et al. report a solid-superionic-
liquid triple point at roughly 25 GPa and 1200 K, from AIMD simulations that do not
report any plastic phases [50]. Cavazzoni et al. show quite a di erent phase diagram
with a plastic.region above 600 K at 30 GPa and a solid-superionic-liquid triple point
between 30 and 60 GPa and 1200 K [53]. For the mixtures, the solid-superionic-liquid
triple points all lie below 30 GPa and 1000 K. For AHH the triple point appears around
10 GPa and 600 K, however, this is a plastic-superionic-liquid triple point unlike all
others. Further simulations on ner grids around these triple points, similar to a recent
study of.water [42], would help identify exactly the type of these triple points and their
locations. The AQH triple point is tentatively placed around 10 GPa and 900 K, though
no actual AIMD melting simulations were performed below 10 GPa and the melting line
Is extrapolated below this pressure. For AMH the triple point occurs around 12 GPa
and 850 K. For ADH the triple point lies around 12 GPa and 800 K though data suggests
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Figure 5. Superionic/regions and melting lines for all four mixtures, with data for
the individual ices taken from [50{52] and for AMH (labelled AMH ) from [36]. The
highest.pressure shewn for each mixture corresponds to the AIMD P T region sampled
and roughly corresponds to their limit of ground state stability.

this could also be@ plastic-superionic-liquid triple point. A much ner temperature grid
was used for ADH up to 1000 K yet its triple point is found to be similar to the other
mixtures. Mixing of ammonia and water can lead to enhanced proton transfer between
di erent neutral and ionic molecular species, as witnessed in the plastic regime. This is
likely the reason for the more moderate P T conditions to enter the superionic regime
compared to water and ammonia individually.

In.general, the mixtures have superionic regions that occupy mostly the same P T
space. One obvious exception is the onset of superionicity in AHH, which is shifted to
signi cantly higher temperatures between 150 and 350 GPa. This is likely due to the
strong ionic bonding in the solid phases of this compound, with very stable (NH}),0?
arrangements. A quantitative analysis of the superionic regions is presented later in this
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work.

The melting lines for all mixtures appear to closely follow those of ammonia and
water individually up to about 100 GPa (see Figure 5). Above 100°GPa ammonia
melts at much lower temperatures than water. For example, at 300 GPa, amimonia is
reported to melt around 3500 K compared to water at 6500 K. In thisshigher pressure
region (above 1 Mbar), ammonia-water mixtures appear to melt directly in‘between the
individual ices; for example, at 5000 K at 300 GPa. The calculated melting lines are
also very close to the Uranus and Neptune isentropes, raising the possibility that the
mixed planetary ices have a solid heavy atom lattice inside these plane?s above 2 Mbar.

Figure 5 also allows to compare the melting lines of the di erent mixtures with
previous data on AMH and one another. On the resolution of the P T grid chosen,
with temperature steps of 500 K above 1000 K the meltinglines are very similar above
50 GPa, rarely di ering by more than 500 K. In comparison.with data by Bethkenhagen
et al. [36] (labeled AMH* in Figure 5), all melting lines determined in this work are
at lower temperature, which likely indicates systematic di erences in how the melting
was determined, such as nite-size e ects of the simulations and judging of melting
by the MSD. Here, melting lines were caleulated using a \heat until it melts" method
which has the shortcomings of super-heating and so is likely to over-estimate the melting
temperature. Thus it can not be ruled out that ammonia-water mixtures are in a liquid
state along the entire Neptune and Uranus.isentropes. However, if these compounds
are still able to form heavy atom alloys (such as DMA) at high P T conditions, these
would bene t from additional'con gurational entropy that would increase the stability
of alloyed superionic phases and push up the melt lines. Furthermore, an ammonia-
rich alloyed phase may take a/di erent ammonia:water ratio than 2:1 or 4:1 which could
enhance the stability of solid7ané superionic phases further. As the melt lines are so close
to the isentropes of Neptune/and<Uranus it would be of further interest to determine
them more precisely;above 50 GPa. This could include testing other simulation methods
for melting transitions such as the Z-method, annealing, thermodynamic integration,
and two-phase coexistence.

3.4. Local structure analyses

So far, the character of the di erent regimes (plastic, superionic, or liquid) has been
determined using=a combination of visual inspection and calculated MSD’s for the
di erent atom types. Already, this resulted in identifying a rich variety of behaviours:
covalent bonds O{H and N{H can rotate, changing the hydrogen bond network; they
can break, but only on a local scale (proton hopping) to create local ionic or molecular
defects;.or protons could be fully di usive { with or without instantaneous attachment
to_a heavy atom. Here, we quantify these behaviours using a wider range of analysis
tools. These will con rm our assignment of the di erent regions in the previous sections,
and give additional insight into the microscopic character of the non-solid phases.
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3.4.1. Radial and Pair Distribution Functions The radial distribution function’ (RDF)
alone reveals information about the atomistic state of the simulated systemjaveraged
over all constituents. For simple systems, this is su cient to distinguish the solidvand
liquid phases, however, for a multi-component system additional complexity arises. A
partial melt, as in the superionic phase, biases the RDF towards that of.a typical liquid
by losing much of the peak structure yet still retaining the peaks_of the heavy atom
sublattice. This is shown in the top panel of Figure 6 for AHH at 100 GPa in the P3m1
phase. By examining individual pair distribution functions (PDF) such as gnu, Jon,
etc., more details about the system can be revealed. =

Figure 6. The RDF:g(r) (top panel) and PDF’s gnyu(r) and gon(r) for AHH-P3ml at
100 GPa. Dashed lines indicate the superionic regime, which ranges from 1000-3500 K
at this pressure.

The solid@AHH-P3m1 phase is ammonia-rich and consists of NH; and O?
units. Hence, in the solid (T = 500 K) gnw(r) has a strong peak at the covalent
distance dyy = 1:1 A, while gon(r) has a rst peak at the hydrogen-bonded distance
do un = 1:3 A. The e ect of heating into the superionic phase results in a gradual
build-up of O{H covalent bonds, as a peak grows in gon(r) at 1 A (see Figure 6). The
hydrogen-bonded peak at 1.3 A moves to larger distances and widens signi cantly with
increased temperature; a consequence of both protons hopping across N{H O but
also of rotating NH; or NH; units. This peak only disappears in the molten phase,
shown.at 5000 K in Figure 6. In fact, gon(r) shows appreciable long-range order in the
superionic phase, suggesting that while protons are di usive they are not distributed
homogeneously in the crystal. For gyn(r) on the other hand the covalent peak at 1 A
only broadens and reduces with temperature, demonstrating the unchanged nature of
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the N{H bond, and is only a ected by protons hopping away from NH; units/at high
temperature. Even at 5000 K protons are most likely found in a covalent bond with
either N or O; further down we will quantify this.

In the molten state, di erent PDF’s shown in Figure 7 reveal high,pressure-high
temperature chemistry. Firstly in gyy(r) a peak emerges at 4000 Kéaround 0.75 A,
which is consistent with a typical H, bond length. However, pure hydrogen is.atomic at
this temperature and pressure, and the bond life-time of these molecules is likely to be
short, though the presence of the other constituents could enceurage.molecular H, to
be present in these mixtures. This formation of H, also explains the E’owing shoulder
at the lowest values of r in the full RDF g(r), see Figure 6. MHzmolecules appear only to
form in the liquid, and not in the superionic phase. Furthermore, gyn(r) (see Figure 7)
shows the formation of N{N bonds peaked around 1.3 A."These N{N bonds are longer
than those found in static N, molecules (1.1 A) but shorter than single N{N bonds
in polymeric nitrogen (1.6 A). These species are likely to be short-lived N, molecules
in a highly rotating state or saturated NxH, molecules., Lastly, there is a hint at the
presence of N{O bonds, comparable in lengths to dno In ‘hitric oxide (NO, 1.15 A) or
nitrogen dioxide (NO,, 1.2 A). The formation of O{O bonds (not shown) appears much
more di cult in this compound. The full dataiset of RDF’s and PDF’s for all mixtures,
pressures and temperatures simulated is given in‘the Supplementary Information (SI).

Figure 7. PDF’s for AHH-P3m1 at 100 GPa. The dashed lines for T = 2000 K
indicates a superionic phase. Labels indicate the likely chemistry where a peak emerges
around a typical covalent bond length.

The fact these molecules appear to form at the same time in the molten state may
be connected: The molten system allows for N, O ions to be free and become close
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